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Foreword

This document is in accordance with the provisions of GB/T 1.1-2020 "Guidelines for

standardization work Part 1: Structure and drafting rules for standardization documents"

Drafting is required.

1 Scope

This document specifies the classification, requirements, test methods, inspection rules and

marking, packaging, transportation and storage of police uniform epaulettes.

This document applies to the production, inspection and ordering of epaulettes for police

uniforms.

2 Normative references

The contents of the following documents constitute the essential clauses of this document

through normative references in this document.

For referenced documents without a date, only the version corresponding to that date

applies to this document; for referenced documents without a date, the latest version

(including all amendments) applies to this document.

GB/T 191 Pictorial markings for packaging, storage and transportation GB/T 250 Textiles -

Grey scale for colour fastness tests GB/T 532 Determination of the bond strength between

vulcanized rubber or thermoplastic rubber and fabric GB/T 2059 Copper and copper alloy

strip GB/T 2910.4 Quantitative chemical analysis of textiles Part 4: Mixtures of certain
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protein fibres and certain other fibres (secondary Chlorate method) GB/T 2912.1

Determination of formaldehyde in textiles Part 1: Free and hydrolyzed formaldehyde (water

extraction method) GB/T 3920 Textiles - Tests for colour fastness - Colour fastness to

rubbing GB/T 3921-2008 Textiles - Tests for colour fastness - Colour fastness to washing

with soap GB/T 3923.1 Tensile properties of textile fabrics Part 1: Determination of breaking

strength and elongation at break (strip method) GB/T 4669-2008 Textiles - Determination of

mass per unit length and mass per unit area of woven fabrics GB/T 6152-1997 Textiles -

Tests for colour fastness - Colour fastness to hot pressing GB/T 6462 Metal and oxide

coating thickness measurement microscope method GB/T 6543-2008 Single corrugated

box and double corrugated box for transport packaging GB/T 6836 Sewing thread GB/T

8427-2019 Textiles - Tests for colour fastness - Colour fastness to artificial light. Xenon arc

fading lamp GB/T 12490-2014 Textiles - Tests for colour fastness - Colour fastness to

domestic and commercial washing GB/T 13818 Die-cast zinc alloy GB/T 14460 Polyester

low stretch yarn GB 15093 National Emblem GB/T 16921 Metallic coatings - Measurement

of coating thickness - X-ray spectrometry method FZ/T 01057 (all parts) Test methods for

identification of textile fibers FZ/T 01084-2017 Test method for appearance and dimensional

change of adhesive interlining after washing FZ/T 01085-2018 Test method for peel

strength of adhesive interlining FZ 65002-1995 Test methods for physical and mechanical

properties of special industrial ropes and belts HG/T 2454 Solvent-based polyurethane

coating (two-component) QB/T 2422 BOPP pressure-sensitive adhesive tape for carton

sealing QB/T 2461 Degradable polyethylene film for packaging
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