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Foreword

This document is in accordance with the provisions of GB/T 1.1-2020 "Guidelines for
standardization work Part 1: Structure and drafting rules for standardization documents"
Drafting is required.

1 Scope

This document specifies the classification, requirements, test methods, inspection rules,
process and post-finishing, transportation and other aspects of summer training boots for
police immigration management police.

and storage.

This document applies to the production, inspection and ordering of summer training boots
for police immigration management police.

2 Normative references

The contents of the following documents constitute essential clauses of this document
through normative references in this document.

For referenced documents without a date, only the version corresponding to that date
applies to this document; for referenced documents without a date, the latest version
(including all amendments) applies to this document.

GB/T 250-2008 Textiles - Grey scale for colour fastness tests GB/T 528-2009 Determination
of tensile stress-strain properties of vulcanized rubber or thermoplastic rubber GB/T
529-2008 Determination of tear strength of vulcanized rubber or thermoplastic rubber
(trouser-shaped, right-angled and crescent-shaped test specimens) GB/T 531.1-2008 Test
method for indentation hardness of vulcanized rubber or thermoplastic rubber Part 1: Shore
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hardness tester method (Shore hardness tester Hardness) GB/T 533-2008 Determination
of density of vulcanized rubber or thermoplastic rubber GB/T 2828.1 Sampling procedures
for inspection by attributes Part 1: Sampling plans for batch inspection based on the
acceptance quality limit (AQL) GB/T 2910.24-2009 Quantitative chemical analysis of textiles
Part 24: Mixtures of polyester and certain other fibers (Phenol/tetrachloroethane method)
GB/T 3294 Shoe last size testing method GB/T 3512-2014 Hot air accelerated aging and
heat resistance test for vulcanized rubber or thermoplastic rubber GB/T 3820-1997
Determination of thickness of textiles and textile products GB/T 3903.1-2017 Test method
for whole shoes of footwear - Folding resistance GB/T 3903.2-2017 Test method for whole
shoe wear resistance GB/T 3903.4-2017 Footwear Test Method Hardness of Whole Shoes
GB/T 3903.5-2011 Test methods for whole shoes - Sensory quality GB/T 3917.3-2009 Tear
properties of textile fabrics Part 3: Determination of tear strength of trapezoidal test
specimens GB/T 3920-2008 Textiles - Tests for colour fastness - Colour fastness to rubbing
GB/T 3922-2013 Textiles - Tests for colour fastness - Colour fastness to perspiration GB/T
3923.1-2013 Tensile properties of textile fabrics - Part 1: Determination of breaking strength
and elongation at break (Section 1 Sample method) GB/T 4669-2008 Textiles -
Determination of mass per unit length and mass per unit area of woven fabrics GB/T
4745-2012 Testing and evaluation of the waterproof performance of textiles - Water dipping
method GB/T 6342-1996 Determination of linear dimensions of foamed plastics and rubber
GBJ/T 6543-2008 Single corrugated box and double corrugated box for transport packaging
GB/T 8427-2019 Textiles - Tests for colour fastness - Colour fastness to artificial light.
Xenon arc fading GB/T 9867-2008 Determination of wear resistance of vulcanized rubber
or thermoplastic rubber (rotating roller abrasion machine method)

4

Preview: page 5 of 5 shown, 32 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/ga-2188-2024


https://chinastandards.org/standards/ga-2188-2024

