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Foreword

All technical content of this document is mandatory.

This document is in accordance with the provisions of GB/T 1.1-2020 "Guidelines for
Standardization Work Part 1: Structure and Drafting Rules of Standardization Documents"
Drafting.

This document replaces GA 571-2010 "Police Shoes Women's Leather Sandals".
Compared with GA 571-2010, except for structural adjustments and editorial changes in
addition, the main technical changes are as follows.

a) The structure and style of leather shoes have been changed (see 3.1, 3.1 in the 2010
edition);

b) The technical requirements for leather shoe upper materials have been changed (see
3.3, 3.3 in the 2010 edition);

c) Added leather softness requirements (see 3.3);

d) The main heel and inner header materials have been changed (see 3.3, 2010 edition
3.3);

e) Post-finishing requirements have been added (see 3.4.4);

f) The physical performance requirements have been changed (see 3.6, 3.6 in the 2010
edition);

g) The requirements for restricted substances have been added (see 3.7);

h) Changed the defect classification (see 5.4, 5.4 of the 2010 edition);

i) Changed batching and sampling (see 5.5, 5.5 in 2010 edition);

j) The eligibility determination has been changed (see 5.6, 5.6 of the 2010 edition);

k) Modified the technical requirements for shoe last size (see Appendix A, Appendix A of
the 2010 edition);

I) The technical requirements for outsoles have been changed (see Appendix B, Appendix
B of the 2010 edition);

m) The technical requirements for the shroud have been added (see Appendix C);
n) Key processing equipment has been added (see Appendix D);

0) Added the list of aromatic amines that are not allowed to be decomposed from dyes
under reducing conditions (see Appendix F).
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1 Scope

This document specifies the requirements, test methods, inspection rules and identification,
packaging, transportation and storage of police shoes and women's leather sandals.

This document applies to police shoes and women's leather sandals.

2 Normative references

The content of the following documents constitutes an indispensable clause of this
document through normative references in the text. Among them, dated quotations Only the
version corresponding to the date is applicable to this document; for undated reference
documents, the latest version (including all amendments) is applicable to this document.

GBJ/T 2411-2008 Plastic and hard rubber use a durometer to determine the indentation
hardness (Shore hardness) GB/T 2910.24-2009 Quantitative Chemical Analysis of Textiles
Part 24: Mixtures of Polyester Fibers and Certain Other Fibers (Phenol/tetrachloroethane
method) GB/T 2912.1-2009 Determination of formaldehyde in textiles Part 1: Free and
hydrolyzed formaldehyde (water extraction method) GB/T 3293.1 shoe size GB/T 3294
Shoe last size detection method GB/T 3903.1-2017 Footwear Test Method for Folding
Performance GB/T 3903.2-2017 Test method for whole footwear and wear resistance GB/T
3903.3-2011 Footwear Test Method for Whole Footwear Peel Strength GB/T 3903.4-2017
Test method for whole footwear hardness GB/T 3903.5-2011 Footwear Test Method for
Whole Shoe Sensory Quality GB/T 14837.1-2014 Rubber and rubber products
thermogravimetric analysis method for the determination of the composition of vulcanized
rubber and unvulcanized rubber Part 1.

Butadiene rubber, ethylene-propylene binary and terpolymers, isobutylene-isoprene rubber,
isoprene rubber, styrene-butadiene rubber GB/T 17592-2011 Determination of banned azo
dyes in textiles GB/T.19941.2-2019 Determination of formaldehyde content in leather and
fur Part 2: Spectrophotometric method GB/T.19942-2019 Leather and fur chemical test
determination of banned azo dyes GB/T.19976-2005 Determination of Bursting Strength of
Textiles by Steel Ball Method GB/T 22049 Footwear, and footwear components,
environmental regulation and test standard environment GB/T 22807-2019 Leather and fur
chemical test Determination of hexavalent chromium content. Spectrophotometric method
GBJ/T 23344-2009 Textiles-Determination of 4-aminoazobenzene GB/T 29613.1-2013
Rubber Pyrolysis Gas Chromatographic Analysis Method Part 1: Identification of Polymers
(Single and Combined Use) GB/T 38408-2019 Leather Material Identification Microscope
Method GA 252 police uniform packaging QB/T 1472-2013 Fiberboard Flex Index for
Footwear QB/T 1813-2000 Leather shoe shank longitudinal stiffness test method QB/T
1873 leather for shoe upper QB/T 2676 Main heel and toe cap material for shoes QB/T
2680 Leather for shoes QB/T 2695 footwear thread
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