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What this standard covers

This Chinese standard specifies the calcium carbide (calcium carbide) requirements, test

methods, inspection rules and signs, packaging, transportation, storage, and security. This

standard applies to the carbon material and lime in an electric furnace and the obtained

compound calcium carbide. This standard is mainly used for acetylene occurs, producing

lime nitrogen, iron and steel desulfurization agent.

Document data

International classification (ICS): 71.080.20.

Chinese classification (CCS): G16.

Estimated length of the Chinese original: 13,152 words.

Adopted international standard: JIS K1901-1983 (1989), MOD.

Supersedes the earlier edition GB 10665-1997.
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