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What this standard covers

This Chinese standard specifies the corrosive dangerous goods requirements, testing and

inspection rules. This standard applies to low- risk goods corrosive hazardous properties

and the applicable packing group test.

Document data

International classification (ICS): 13.330; 55.020.

Chinese classification (CCS): C66.

Estimated length of the Chinese original: 5,566 words.

Standards quoted by this document

GB 19458; ASTM G 31-1999; United Nations ' Recommendations on the Transport of

Dangerous Goods Model Regulations " (Rev. 13)
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