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1 Scope

This Standard specifies the determination of resin drying weight loss in food contact
materials and products.

This Standard is applicable to determination of polyethylene resin and polystyrene resin
drying weight loss in food contact materials and products.

2 Principle

The weight loss on drying polyethylene resin at 90°C~95°C, polystyrene resin at 100°C;

namely, the drying weight loss, it indicates the existence of volatile substances in this
condition.

3 Apparatus

3.1
Balance. sensibility is 0.1g.

3.2
Electrothermal constant temperature dry box.

3.3

Flat weighting bottle. diameter 40mm.
4.1 Sampling method

Operate as per GB 5009.156.
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4.2.1 Polyethylene resin

Weigh 5g~10g (accurate to 0.1mg) of particle specimen, put into the constant-weight
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