NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB 328.2-1989

Test methods for asphalt waterproof roll roofing; Saturated and
coated bitumen amount of asphalt

MERKEMRITS A RFRMHESE

(English Translation)

Preview: page 1 of 2 shown, full document available. Complete English PDF, instant download:
https://chinastandards.org/standards/gh-328-2-1989


https://chinastandards.org/standards/gb-328-2-1989

Table of Contents

Document data

1 Document data
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