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What this standard covers

This standard specifies the inorganic adhesive socket compression shear strength test

specimen structure and size, sample preparation methods, test environmental conditions,

test procedures and test results of the calculation method. This standard applies to the

determination of inorganic adhesive dry socket homogeneous or heterogeneous metal cut

compression strength.
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