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What this standard covers

This standard specifies the method for the quantitative evaluation of small color

chromaticity between the coating.

Document data

International classification (ICS): 87.01.

Chinese classification (CCS): G50.

Estimated length of the Chinese original: 4,423 words.

Adopted international standard: ISO 7724-3-1984, MOD.

Standards quoted by this document

GB 9761; GB 11186.1; GB 11186.2
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