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What this standard covers

This standard specifies: Determination of zinc content in rubber with ethylene diamine

tetra-acetic acid (EDTA) disodium salt methods. This standard applies: In addition to cobalt

outside all rubber, containing lead, magnesium, calcium, iron, titanium, antimony, silica and

silicates in the ash it does not affect the determination.

Document data

International classification (ICS): 83.060.

Chinese classification (CCS): G40.

Estimated length of the Chinese original: 8,816 words.

Adopted international standard: ISO 2454-1995; MOD.

Supersedes the earlier edition GB/T 11203-1989.
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