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What this standard covers

This standard specifies the determination of the intrinsic viscosity of polyacrylamide dilution

method and point method. The standard dilution method for accurate determination of

intrinsic viscosity; little law applicable to the general intrinsic viscosity measurement. This

standard applies to the determination of different polymerization process powdery or

polyacrylamide gel nonionic and anionic polyacrylamide intrinsic viscosity. This standard

does not apply to the determination of the intrinsic viscosity additive containing

polyacrylamide is used for this type of sample, after removal of the additives can be

determined using this standard.
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