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What this standard covers

This standard specifies that under certain conditions, with boiling methanol from polyamide

homopolymer sample can be extracted determination thereof. This standard applies to

non-additive polyamide homopolymer. But for the methanol extract can contain additives,

polyamide homopolymer, if the required measurement wherein the content of monomers

and oligomers, will have to use an appropriate method of determining the amount of

co-additive is extracted and corrected. This standard does not apply to alcohol-soluble

polyamide.
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