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What this standard covers

This standard specifies the method for the determination of total chlorine content of epoxy

oxygen bottle method. This standard applies to the determination of total chlorine content of

the epoxy resin. This standard does not apply to the determination of total chlorine content

of epoxy resin mixed with halogen-containing.

Document data

International classification (ICS): 83.08.

Chinese classification (CCS): G31.

Estimated length of the Chinese original: 5,563 words.

Adopted international standard: ISO 4615-1979, MOD.

Standards quoted by this document

GB 4613

Chinastandards.org

1

Preview: page 2 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-12007-3-1989

https://chinastandards.org/standards/gb-t-12007-3-1989

