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What this standard covers

This standard specifies the glass particles in water erosion 121 ? l ? 30 ? 1 min time trial

principle, reagents, instruments, sample preparation, test procedures, test results

representation, grading and test reports. This standard applies to water resistance strong

glass.
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International classification (ICS): 81.08.

Chinese classification (CCS): C08.

Estimated length of the Chinese original: 6,635 words.

Adopted international standard: ISO 720-1985, MOD.
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