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1 Scope

This Part of GB/T 12467 specifies the standard quality requirements for the fusion welding
of metallic materials.

This Part is applicable to the welding in workshops and on site.

2 Normative References

The provisions in following documents become the provisions of this Part of GB/T

12467 through reference in this Part. For dated references, the subsequent amendments
(excluding corrigendum) or revisions do not apply to this Part, however, parties who reach
an agreement based on this Part are encouraged to study if the latest versions of these
documents are applicable. For undated references, the latest edition of the referenced
document applies.
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GBJ/T 12467.1 Quality Requirements for Fusion Welding of Metallic Materials -

Part 1: Criteria for the Selection of the Appropriate Level of Quality Requirements (GB/T
12467.1-2009, 1SO 3834-1:2005, IDT)

GB/T 12467.5-2009 Quality Requirements for Fusion Welding of Metallic Materials
- Part 5: Documents with which it is Necessary to Conform to Claim Conformity of the

Quality Requirements (ISO 3834-5:2005, IDT)

3 Terms and Definitions

For the purposes of this document, the terms and definitions given in GB/T 12467.1 apply.

4 Use of this Part of GB/T 12467

For general information on the use of this Part, GB/T 12467.1 shall be used.

In order to fulfil the quality requirements given in this Part, the conformity to relevant
documents given in GB/T 12467.5-2009 shall be verified.
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