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What this standard covers

This standard specifies the evaluation of paint or varnish coating on steel to prevent

scratches from the planning through the coating caused by the protective effect of filiform

corrosion test methods.

Document data

International classification (ICS): 87.040.

Chinese classification (CCS): G50.

Estimated length of the Chinese original: 9,991 words.

Adopted international standard: ISO 4623-1-2000, IDT.

Supersedes the earlier edition GB/T 13452.4-1992.

Standards quoted by this document

GB/T 1771; GB/T 3186; GB/T 6682; GB/T 9271; GB/T 9278; GB/T 9286; GB/T 13452.2;

GB/T 20777; ISO 483; ISO 4628-10
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