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What this standard covers

This standard specifies: nominal diameter d1 of 1. 5 ~ 2, mm, made ??of carbon steel or

austenitic stainless steel in three inter- pin surface into 120? longitudinal grooves

half-length inverted cone grooved pin. Extended diameter d2 each side of the groove

extrusion material, and d2 is greater than d1. When pressed into the groove pin diameter

equal to the nominal diameter d1- drilling, formation of local locking with (see Chapter 4).
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