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What this standard covers

This standard specifies: Determination of tensile properties specimens, test equipment, test

conditions, test procedures and results of the calculations. This standard applies to:

Determination of fiber-reinforced plastics tensile stress, tensile modulus, Poisson's ratio,

elongation at break and draw the stress strain curve.

Document data

International classification (ICS): 83.120.

Chinese classification (CCS): Q23.

Estimated length of the Chinese original: 12,136 words.

Adopted international standard: ISO 527-4-1997; NEQ.

Supersedes the earlier edition GB/T 1447-1983.
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