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Foreword

This standard was drafted in accordance with the rules given in GB/T 1.1-2009. This

standard is GB/T 14789-1993 "fur mink" amendment. This standard compared with GB/T

14789-1993, the main The changes are as follows:

--- Modify the standard name, the "fur mink" to "mink";

--- "Terms and definitions" to delete the general terms of the entry, some of the terminology

to improve and more accurate;

--- Adjust and refine the "requirements", cancel the "length specification" in the "difference"

and increase the "length specification" of the range, "color mink fur color Than the

difference, "adjusted" level "requirements;

--- Simplify the test equipment requirements;

--- The original "Inspection Rules" in the content of

5.1 adjusted to "test methods", the content of

5.2 adjusted to "requirements", the abolition of

5.3 In the contract requirements, increase "group approved";

--- Simplify the "packaging, transportation and storage" requirements;

--- Cancel the original Appendix A "processing requirements." This standard proposed by

the China Light Industry Federation. This standard by the National Leather Industry

Standardization Technical Committee (SAC/TC252) is responsible for centralized. This

standard was drafted unit. National Leather Quality Supervision and Inspection Center

(Zhejiang), China Leather and Footwear Industry Research Institute. The main drafters of

this standard. Huang Xinxia, Zhang Yahong, Lin Fang, Xu Yaping. This standard replaces

the standards previously issued as.
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--- GB/T 14789-1993. Mink skin

1 Scope

GB/T 14789-2017 is the Chinese national standard on raw mink skins, in the field of textile

and leather technology. The /T suffix marks it as a recommended standard: it is not

compulsory by itself, but it becomes binding as soon as a contract, a tender or a customer

specification calls it up - which in practice is how most foreign buyers meet it. It was issued

on 29 December 2017 by the General Administration of Quality Supervision, Inspection and

Quarantine of the People's Republic of China; Standardization Administration of China, and

has been in force since 1 July 2018. Classification: ICS 59.140.30, CCS Y46. This page is

published from the official record of the standard held by the Chinese standards

administration: the identification, the dates, the classification and the issuing body are taken

from there. The clause text, the tables and the numeric limits are in the document itself,

which is delivered complete in English translation.

This standard specifies the mink skin related terms and definitions, requirements, test

methods, inspection rules and packaging, transport and storage requirements. This

standard applies to mink.

2 Terms and definitions

The following terms and definitions apply to this document.

2.1 The seasonal season theskininseason Zha Pei during the maturity of the skin.

Note. Generally produced in late November to mid-December.

2.2 Skin complete formwholeofskin With the standard last board, according to the uniform

provisions of the last skin type, head, ear, nose, tail, claw complete.

2.3 Irregular formunusualofskin Not use the standard last board, not according to the

provisions of the skin on the last type of skin, or head, ear, nose, tail, claw incomplete.

2.4 Open scalloped cutopen Not according to the standard stripping into a tubular and

stripped sheet dry skin.

2.5 After the crotch cut is not regularcrotching Did not press the open crotch line (stock

length of the hair inside the dividing line) pick open the file leather.

2.6 Bald file baldcrotch Crotch needleless hair.

2.7 Plaid good nicehide Skin flexible, flexible, shiny oil.

2.8 Pull over the big stretch Last time the skin will be forced to pull large, resulting in empty

plush.

2.9 Color type colortype According to the basic color is divided into fur types.
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Note. There are mainly domestic Mink color. Standard color, yellow, blue, gray, white and

variegated.
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