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What this standard covers

This standard specifies: stress corrosion testing of welded specimens Preparation and to

consider additional factors. This particular sample and standard test methods for Choose

suggestions, to determine metal welding shape under stress corrosion resistance. Use of

this standard the term "metal" includes alloys.

Document data

International classification (ICS): 77.060.

Chinese classification (CCS): H25.

Estimated length of the Chinese original: 16,189 words.
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