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What this standard covers

This standard specifies the measurement fiber top coat layer geometry night test methods,

establish a unified measurement test procedures and technical requirements. This section

applies to Class A and Class B multimode fiber single-mode fiber optic cable fiber optic

measurement and finished commercial test.
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