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What this standard covers

This standard specifies the assessment of fiber in a given environment temperature

performance measurement methods and test procedures. This section applies to determine

the category A1 multimode fiber and B single-mode fiber in practical applications, storage

and (or) that may occur during transport temperature change environmental conditions to

adapt performance.
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