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What this standard covers

This standard specifies the requirements funnel outflow from loose material (powder or

pellets) performance measurement method density. When this standard is applied fairly

thick material, the upper part of the cylinder due ruler Calibrating error will be introduced

when the extra samples, so the test results may generate errors. If the density molded

plastic molding under similar conditions, the performance of the relative density relative

volume molding loose or evaluate a certain value.
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