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What this standard covers

This standard specifies the method for the preparation of PVC paste with a disperser. The

prepared paste can be used to characterize the rheological properties of the respective

PVC. As can establish consistency between the different products methods. The method

may also contain other components useful for the preparation (e. g., a stabilizer) in the

paste, but this is not named for the resin paste.
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