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What this standard covers

This standard specifies the measurement fiber amplifier (OFA) Pump power leakage

parameter test method to determine the right OFA pump leakage power in the parameter

for accurate and reliable measurement of the uniform requirements. This standard applies

to the use of rare earth-doped active fiber OFA measurements.
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