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What this standard covers

This standard specifies the method for determination of ball bearings law principle of

abrasion resistance of concrete and its products, equipment, specimens, test procedures,

test results calculation and data processing. This standard applies to the determination of

concrete products (concrete pavers, terrazzo products, etc.) wear resistance, abrasion

resistance can also be used to specify other measured using the standard building

materials.
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International classification (ICS): 91.100.30.

Chinese classification (CCS): Q10.
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