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What this standard covers

This standard specifies the fabric dry heat treatment method for the evaluation of the fabric

dimensional stability and other heat-related properties.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 7,780 words.

Adopted international standard: ISO 9866-1-1991, MOD.
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