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What this standard covers

This standard specifies: Dl-and D2-type two two types of plastic standard mold, for injection

60mm ? 60mm-Small plates, specimen thickness 1mm (Dl-type) and 2mm (D2 type M).

Specimen can be used for a variety of test (see Appendix A). In addition, mold inserts can

be assembled to study the mechanical properties of the weld line see the impact (Appendix

B).
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