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What this standard covers

This standard provides a measurement of spherical polished casing, casing or inclination

angle polished ferrule end face of the spherical radius of the procedure.

Document data

International classification (ICS): 33.180.20.

Chinese classification (CCS): L50.

Estimated length of the Chinese original: 10,154 words.

Adopted international standard: IEC 61300-3-16-2003, IDT.
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