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What this standard covers

This standard specifies the steel substrates before application of paints and general
principles of method selection, and provides for the selection and determination of surface
treatment methods and treatment level should be considered before the relevant elements.
This standard applies to steel substrates before application of paints and determining the
choice of methods.
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