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What this standard covers

This Standard specifies certain products and the electrically conductive product as an

antistatic resistor limits industrially. The standard resistance range are generally applicable

to the products listed in Table 1, if the products are relevant standards, resistance range

and test methods shall be subject to the relevant standards of the product. This standard is

not applicable to the relevant surface of a conductive region and an insulating region

composed of a mixture of products, nor does it apply to the basic surface of an insulating

material products. The standard test uses an electrode system were determined on the

finished product, the test system used for factory inspection and maintenance tests.
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