
ICS 83.100

CCS G 44

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 18945-2003

Polymeric materials, cellular flexible -- Method of assessment of
air flow value at constant pressure-drop

(English Translation)

Issued on: January 10, 2003 Implemented on: July 1, 2003

Issued by: General Administration of Quality Supervision, Inspection and

Quarantine of the People Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-18945-2003

https://chinastandards.org/standards/gb-t-18945-2003


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

What this standard covers

This standard specifies: Flexible cellular polymeric materials flow estimation method. Flow

is used to describe the proportion of production formula porous structure the result.

Document data

International classification (ICS): 83.100.

Chinese classification (CCS): G44.

Estimated length of the Chinese original: 5,524 words.

Adopted international standard: ISO 7231-1984; IDT.
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