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Document data

What this standard covers

This standard specifies: vulcanized rubber Determination of creep under sustained
compression or shear state methods. This standard does not apply to rubber intermittent
deformation test.

Document data

International classification (ICS): 83.060.
Chinese classification (CCS): G40.
Estimated length of the Chinese original: 11,152 words.

Adopted international standard: ISO 8013-1988; MOD.
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