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What this standard covers

This standard specifies: one side of a given socket joint sealing performance Test method
This standard applies to: comply with GB/T 10002, 1 the beginning of a hard polyethylene
pipe elastomeric seals atmosphere B type socket joints, including hard polyethylene grade
ethylene. pipe single socket, double socket and pipe fittings socket.
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