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What this standard covers

This standard applies to spray cleaning abrasives sampling and testing. Abrasives type and

requirements of each type are included in various parts of ISO 11124. ISO 11124 and GB/T

19816 is related to jet cleaning abrasives series of standards. The relevant section of these

two series of standards for all of the information produced carve See Appendix A. GB/T

19816 standard requirements of the material collected from the spray cleaning abrasives

samples, as well as meet the GB/T 19816 other parts of the appropriate test methods

specified requirements of the sample subdivision approach.
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