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What this standard covers

This standard specifies the method for the determination of particle size greater than 25mm

end of metallurgical coke coke content and composition of the feed and screening

equipment, testing procedures, the results of calculation. Determination of the content of

the end of coke and metallurgical coke screening This standard applies to particles larger

than 40mm chunk of coke, more than 25mm of medium and large blocks of coke and coke

block consisting of 25 ~ 40mm.

Document data

International classification (ICS): 75.160.10.

Chinese classification (CCS): H32.

Estimated length of the Chinese original: 4,458 words.

Supersedes the earlier edition GB 2005-1980.
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