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What this standard covers

This standard specifies a fracture mechanics approach. Determine the crack growth rate

under cyclic loading pre- crack in a controlled environment, and measure the critical stress

intensity factor range of crack growth. In this range, the crack growth rate is lower than the

limit defined by the parties. This section applies to corrosion fatigue testing of metals and

alloys in liquid or gas environments.
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