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What this standard covers

This standard specifies a flame atomic absorption spectrometry for chromium, mixture of

the carbide and binder metal and calcium carbide, , determination of the amount of sodium,

potassium, magnesium and niobium, tantalum, titanium, tungsten, vanadium carbide. This

section applies to chromium, determination of the amount of magnesium and sodium,

niobium, tantalum, titanium, tungsten, vanadium carbide, mixture of the carbide and stick

machine knot metal and calcium carbide, potassium. Measuring range: 0. 001 % to 0. 02 %.
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