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What this standard covers

This standard specifies the method for measuring the surface of anodized aluminum with a

high gloss reflective properties. This standard specifies the method is also applicable to

other metal surface with a high gloss. This standard does not apply to diffuse into the

surface treatment of metal surfaces, can not be used to determine the surface color.
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