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What this standard covers

This standard specifies the traditional loom or shuttleless looms by the glass fiber or glass

fiber and polyester fiber group and woven into the original embryo filament tape test

methods. This section applies to indicate that meet the criteria in Part 1 General

requirements and the specific requirements of Part 3 of the test methods.
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