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What this standard covers

This standard specifies the method for the determination of non-metallic flexible gasket

material. Test samples were cut or drawn from the supply of genuine gasket sheet goods for

commercial purposes. Usually classified as rubber material, except that they belong to the

ASTM D2000 category. Value in International System of Units (SI) units as standard. This

section does not involve safety issues associated with their use. Users of this section has

the responsibility to consider the safety and health issues, and regulatory limitations prior to

use to determine the scope of application.
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International classification (ICS): 23.100.60, 73.080.
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