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What this standard covers

This standard specifies the thermoplastic flexible film bags under the given conditions Tear

propagation fold force test method. This standard applies to detect thermoplastic flexible

film at the hem residual strength.

Document data

International classification (ICS): 55.020.

Chinese classification (CCS): A83.

Estimated length of the Chinese original: 8,834 words.

Adopted international standard: ISO 11897-1999, IDT.

Standards quoted by this document

GB/T 1040.3; GB/T 4857.2; GB/T 6672
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