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What this standard covers

This standard specifies the powder coatings and coating method for detecting the selection

and use program. This standard specifies the powder coating of some specific detection

methods, such as: electrostatic spraying, fluidized bed as well as other methods.

Document data

International classification (ICS): 13.300.

Chinese classification (CCS): A80.

Estimated length of the Chinese original: 21,295 words.

Adopted international standard: ASTM D3451-2006, IDT.

Standards quoted by this document

GB/T 21782.1-2008; GB/T 21782.2-2008; GB/T 21782.3-2008; GB/T 21782.4-2008; GB/T

21782.8-2008; GB/T 21782.10-2008; ISO 8130-5; ISO 8130-6; ISO 8130-7; ISO 8130-9;

ISO 8130-11; ISO 8130-12; ISO 8130-13; ISO 8130-14
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