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What this standard covers

This standard specifies the drying oils, varnish, fatty acids, polymeric fatty acids, resin

solution, such as a transparent liquid color measurement method. By comparison with a

suitable glass standard color number for color measurement. Users of this standard should

have normal color observation. This standard does not involve any safety issues associated

with the use. Before use, the user has the responsibility to establish appropriate safety and

health practices and compliance with the relevant regulations.

Document data

International classification (ICS): 83.080.10.

Chinese classification (CCS): G31.

Estimated length of the Chinese original: 8,828 words.

Adopted international standard: ASTM D1544-2004, MOD.

Supersedes the earlier edition GB/T 12007.1-1989.

Standards quoted by this document

ASTM D1545-1998; ASTM D6166-1997 (2003); ASTM E308-2006
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