
ICS 77.08

CCS H 11

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 223.38-1985
Replacing YB 35 (13) -1978; YB 790-1975

Methods for chemical analysis of iron, steel and alloy. The
anion-exchange separation-gravimetric method for the

determination of niobium content

(English Translation)

Issued on: July 18, 1985 Implemented on: June 1, 1986

Issued by: National Bureau of Standards

Chinastandards.org

Preview: page 1 of 2 shown, 2 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-223-38-1985

https://chinastandards.org/standards/gb-t-223-38-1985


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

What this standard covers

This standard applies to steel, high temperature alloy, precision alloy of niobium content.

Measuring range: 1. 00% or more.

Document data

International classification (ICS): 77.08.

Chinese classification (CCS): H11.

Estimated length of the Chinese original: 3,360 words.

Supersedes the earlier edition YB 35 (13) -1978; YB 790-1975.
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