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What this standard covers

This standard specifies the determination of corrugated board adhesive water resistant

(immersion method). This standard applies to all kinds of corrugated board, especially for

highly moisture resistant corrugated board.

Document data

International classification (ICS): 85.010.

Chinese classification (CCS): Y30.

Estimated length of the Chinese original: 8,849 words.

Adopted international standard: ISO 3038-1975, MOD.

Standards quoted by this document

GB/T 450; GB/T 10739
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