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Foreword

This standard was drafted in accordance with the rules given in GB/T 1.1-2009. This

standard replaces GB/T 23172-2008 "rattan products." This standard compared with GB/T

23172-2008, in addition to editorial changes outside The main technical changes are as

follows:

--- Modify the normative references (see Chapter 2, Chapter 2 of the.2008 edition);

--- Added terms and definitions (see Chapter 3);

--- Modify the appearance of the surface, while the requirements (see 5.1.1.5.1.2,.2008

edition 4.1.1, 4.1.2);

--- Increasing the appearance of embroidery and printing requirements (see 5.1.3);

--- Revised size requirements (see 5.2,.2008 version 4.2);

--- Increasing filler requirements and test methods (see

--- Modify the moisture content of the test method (see 6.4,.2008 Edition 5.3);

--- Modified formaldehyde content requirements and test methods (see

1 Scope

GB/T 23172-2017 is the Chinese national standard on plaited rattan products, in the field of

domestic and commercial equipment, entertainment, sport. The /T suffix marks it as a

recommended standard: it is not compulsory by itself, but it becomes binding as soon as a

contract, a tender or a customer specification calls it up - which in practice is how most

foreign buyers meet it. It was issued on 29 December 2017 by the General Administration of

Quality Supervision, Inspection and Quarantine of the People's Republic of China;

Standardization Administration of China, and has been in force since 1 July 2018.

Classification: ICS 97.195, CCS Y87. This page is published from the official record of the

standard held by the Chinese standards administration: the identification, the dates, the
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classification and the issuing body are taken from there. The clause text, the tables and the

numeric limits are in the document itself, which is delivered complete in English translation.

This standard specifies the classification of rattan products, technical requirements, test

methods, inspection rules, signs, packaging, transportation and storage. This standard

applies to rattan or rattan-based fabric material woven with rattan products.

2 Normative references

The following documents for the application of this document is essential. For dated

references, only the dated version applies to this article Pieces. For undated references, the

latest edition (including all amendments) applies to this document.

GB/T 2828.1-2012 Sampling procedures for inspection - Part 1 - Batch-by-lot inspection by

acceptance quality limit (AQL) plan

GB/T 2829-2002 periodic inspection count sampling procedures and tables (for the stability

of the test process)

GB/T 2912.1 Textiles - Determination of formaldehyde - Part 1. Free and hydrolyzed

formaldehyde (water extraction method)

GB/T 3920 Textiles Tests for color fastness Color fastness to rubbing

GB/T 3922 Textiles Tests for color fastness Color fastness to perspiration

GB 6675.4 Safety of toys - Part 4. Migration of specific elements

GB/T 7573 Textiles - Determination of aqueous solution pH value

GB/T 17592 Textiles banned azo dye determination

GB/T 23344 Textiles Determination of 4-amino azobenzene Technical code for safety of

infant and child textile products GB 31701-2015

3 Terms and definitions

The following terms and definitions apply to this document.

3.1 With rattan or rattan-based woven fabric with a variety of products.

3.2 Cane products for infants and young children aged 36 months and under.

4 Product categories

According to the use of the product is divided into rattan seats, rattan mats, rattan pillows

and so on.
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5.5 Tables 1 and 6.3.5,.2008 edition

4.4.3 and 5.4.3);

--- Increasing the content of heavy metal elements and test methods (see

5.5 Table 1 and 6.5.4);

--- Modify the requirements and test methods for decomposing carcinogenic aromatic

amine dyes (see Tables

5.4 of Tables 1 and

6.5 of.2008, paragraphs

--- Modify the type test rules (see 7.3,.2008 version 6.2.2);

--- Modify the logo requirements (see 8.1,.2008 edition 7.1);

--- Added Appendix A and references. Please note that some of this document may be

patentable. The issuing agencies of this document do not bear the responsibility of

identifying these patents. This standard proposed by the China National Light Industry

Association and centralized. This standard was drafted unit. Yinzhou District, Ningbo Lin

Yuxing Economic Union, Beijing Light Industry Product Quality Supervision and Inspection

Station, Ningbo Ka Cheng Crafts Co., Ltd., Ningbo Huabei knitwear Co., Ltd., Ningbo

Huang Gulin handicrafts Co., Ltd., Ningbo Haishu Xingming technology knitwear Ltd.,

Ningbo Silk Enjoy Home Technology Co., Ltd., Ningbo Huaye Fiber Technology Co., Ltd.,

Ningbo Yinzhou Jishigang Gold Land Craft Fabric Factory, Ningbo Yinzhou Xingyi

Household Products Factory, Yiyang City Product Quality Supervision and Inspection

Institute. The main drafters of this standard.Li Chuanhe, Yu Zisheng, Li Binggang, Chen

Guang, Yu Bin, Fang Mingfa, Wang Shaojian, Chen Xiangmin, Qin Yangfei, Yang Jiaxing,

Xiong Guohong, Wei Xiaoying, Zhang Lu Qian, Hu Na. This standard replaces the

standards previously issued as.

--- GB/T 23172-2008. Rattan products
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