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What this standard covers

This standard specifies: metal wire repeated bending test methods principles, symbols, test

equipment, specimens, test procedures and test reports. This standard applies to: diameter

or characteristic dimension of 0. 3mm ~ 10mm-Metal Wire repeated bending

Document data

International classification (ICS): 77.040.10.

Chinese classification (CCS): H23.

Estimated length of the Chinese original: 8,886 words.

Adopted international standard: ISO 7801-1984; MOD.

Supersedes the earlier edition GB/T 238-2002.
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