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What this standard covers

This standard specifies the laboratory sheets using conventional sheet molding is to

prepare for the physical test in order to evaluate the relevant properties of the pulp. This

standard applies to most types of pulp. But not for some with a very long fiber pulp, without

the chopped cotton fiber, flax pulp and similar materials.
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