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What this standard covers

This standard specifies the principles for determination of apparent porosity of carbon

materials, equipment, test results, specimens, test procedure. This standard applies to the

apparent porosity of carbon materials for determination. Determination of porosity, there are

two, namely vacuum method and boiling method. When arbitration analysis, using a

vacuum method.
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